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What is THERMOPHASE? ‘@X
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~ [THERMIOPHASE

THERMOPHASE is a chemistry that provides a nanocoating on surfaces. It provides the following:
A Prevention of Fouling
A Improved Heat Transfer

Benefits include:

Improved efficiency (energy savings, fuel savings, etc.)
Reduction of required maintenance

Improved operation capability

Reduction of emissions

Reduced water usage
NonHazardous/Nofbiocide/Nontoxic

Too Too To To o I

Product has been used in various industries (condensers, chillers, various types of heat exchangers, cooling
towers, etc) including:

A Power Plants

A Hospitals

A Universities

A Industrial Facilities

A Marine Engines

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicattéltevaktpress written
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THERMOPHASE Development History
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A THERMOPHASE has been in development since Interphase Materials was founded in 2015 and has been funded

variety of sources including the U.S. Navy

E\)/vithin the Department of

Small Business Innovation Program (S_BIRIA, the Rapid Reaction Technol
efense), the U.S. Department of Transportation Maritime

dministration (MARAD) and t

epartment of Energy. THERMOPHASE has been available commercially for building cooling systems since 2018.



THERMOPHASE Mechanism of Action ;&3
3
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Condenser tube heat

tré}nSfer EReinEI N Tube Fouling over timeis /=405 =
© increases the Fouling &R gl=R=elb] (3]s

Resistance (@R Resistance {@Rand

Material Resistance Ry, Boundary Layer

wlncrease Power Plant Efficiency

R, Resistance @

Boundary Layer Rg

wBackpressure Decrease
Resistance

wlincrease Condenser Heat Transfer

wLower Boundary Layer and Fouling
Thermal Resistances

THERMOPHASE is an advanced material technology applied to the inside of heat exchanger components, such as condenser tubes, to lower the
thermal resistance of the material by reducing fouling and/or the boundary layer.

1/19/23 The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated
without the express written consent of Pittsburgh Chemical Solutions LLC.
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Fouling
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THERMOPHASE On Operating Heat Exchanger - Chiller
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Fouling Reduction in Operating Tube Heat Exchanger Onboard the USTS Kennedy using Interphase Materials Proprietary
THERMOPHASE Product

Untreated Tubes
Clarity of Tube Show Increased
Rifling Emphasizes 2 ' Presence of
Cleanliness of . E Fouling Debris and
THERMOPHASE X ' Loss of Ability to
treated system . Visualize Tube
‘ : ’ Rifling

& NTERASE |

This demonstration occurred using a 1 hr flush of THERMOPHASE product on the USTS Kennedy's HVAC chillers. These chillers are
fed raw seawater without treatment. The duration of this demonstration 4 months based on the ships schedule. A reduction in fouling
observed here will provide significant benefits to the operation of the system and in costs/time associated with system maintenance.

THERMOPHASE reduced chiller tube fouling on the USTS Kennedy (DOT MARAD Project #693JF71850005,
https://www.maritime.dot.gov/sites/marad.dot.gov/files/2022-09/Interphase%20Materials%2 0MMA%20Final%20Re

2/5/25 The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without the
express written consent of Pittsburgh Chemical Solutions LLC.



https://www.maritime.dot.gov/sites/marad.dot.gov/files/2022-09/Interphase%20Materials%20MMA%20Final%20Report.pdf

UPMC Chil drends Hospital

Image 1: Borescope Image of Fouled Chiller Tubes from UPMC Children’s Image 2: Borescope Image of Chiller Tube After Cleaning from UPMC Children’s
Hospital Chiller in 2021 Hospital Chiller in 2021

Image 3: Borescope Image of Chiller Tube 1 Year after THERMOPHASE

Image 4: Borescope Image of Chiller Tube 1 Year after THERMOPHASE
application Without Cleaning in 2022

application Without Cleaning in 2023
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THERMOPHASE was applied by
circulating it through the offline
chiller. The chillers were treated
between February and March of
2021. Without any cleaning, the
chiller tubes werdéborescopedhe
following year in January/February
2022. This was duplicated in 2023
and tubes no longer clean the
tubes. In 2024 inspection, with
multiple years without cleaning
and THERMOPHASE application
the tubes remains clean. Yearly
Eddy current testing by the plant is
being moved to every 3 years.

2/7/2025 The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicati¢itevaipoess written 7
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THERMOPHASE Results 4@3
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Heat Transfer Improvements
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Heat Transfer ‘&
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S MTHERVIOPHASE

Heat Transfer Improvements have been excellent:

A Baseline lab results 5.8%

A 77TO0MW results 4%

A 900MW results approximately 7% on condenser heat transfer coefficient and approximately 15% on

heat exchangers effectiveness
A EPRI test results on new tubes 2.4% and increasing before test ended

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicattéltevaktpress written 9
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Electric Power Research Institute (EPRI) Validation

Alnterphase Materials was asked by the Electric Power Research Institute
(EPRI) to include samples of THERMOPHASE in a project to evaluate
coatings for condenser tubes.

ADuring the first phase of testing, THERMOPHASE was ranked the
highest compared to 5 other coatings being evaluated on a basis of
hydrophobicity (ASTM D7334), thermal conductivity (ASTM E1461),
adhesion (ASTM C1624), and abrasion (ASTM G133) testing.

ATHERMOPHASE was shown to increase the heat transfer coefficient by
1.8% when compared to clean, unmodified tubes. Over a month later,
the improvement increased to 2.4% and was improving when test was
stopped. The test was a short duration and THERMOPHASE was the
only internal coating that showed improvement during the test time
frame.

AData is consistent with the DOE/NETL two year program at Longview
and other installations of THERMOPHASE

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicat¢tevaikmress written consent of
Pittsburgh Chemical Solutions LLC.
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Full Scale Power Plants
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Longview Power Plant Overview

THERMOPHASE Application at Longview Power P@‘ :
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— ) : ! Condenser
T - Generator
1 Siemens Siemens
SGene3000W SCon6000
Condensing Area: 292992.1 ft
Tube Outside Diameter: 0.87 in.
Tube Wall Thickness: 0.02 in.
Tube Length: 422.79 in.
Number of Tube: 36,648
. Turbine System Tube Material: X5CrNiMo1712-2 >
g ’ : Siemens HMNN Flow Velocity*: 8.17 ft/s e
e ‘ S N & 770 MW - | Maximum Flow Velocity: ~ 11.48 ft/s W“
. 4 Turbines .

*Flow velocity at rated temperature rise

Source: The Future of Reliable Clean Coal Power. Retrieved December 13, 2022, from https://longviewpower.com/clean-coal-power

/525 The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without the
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https://longviewpower.com/clean-coal-power

THERMOPHASE Application at Longview Power N
THERMOPHASE Applications 4@

Pittsburgh
Chemical Solutions

lN TERPHASE

MATERIALS -

Application 1 on September 2"9, 2020 Application 2 on July 27, 2021

THERMOPHASE was applied to the Longview Power plant beginning on September 2"4, 2020. The second and third applications were on July 27™, 2021, and August 111,
2022. In the first application, THERMOPHASE was slowly added over two weeks. The second and third applications were performed by adding the material directly into the
cooling tower sump.. The tubes of the condenser were not cleaned before or after THERMOPHASE application.

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without the express
written consent of Pittsburgh Chemical Solutions LLC.
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THERMOPHASE Application at Longview Power N
HEI Cleanliness Factor 4@
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HEI Cleanliness Factor (%) [Y] vs. Time(Days) [{f]
Y= By + Byt+ B,T(t) + 5,P(0)

,=85.86 [ =-0.00 §,=0.25 §,=001 (R®=0.50459, RMSE = 1.9874)
100

o Pre-Application Observation

Pre-Application Trend

- = Counterfactual Trend

-------- 95% Confidence Bounds

o Post-Application Observation

Post-Application Trend
95% Confidence Bounds
THERMOPHASE Application Events
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Date

The daily average of the HEI Cleanliness Factor is plotted above through September 16", 2022. The HEI Cleanliness Factor is a historian calculatlon

recorded in the Longview Power historian (variable 10PM.CONDENSER:Cleanliness). The HEI Cleanliness Factor is defined as /0 ’;O§ O % A
%@ D A A A

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without the

215125 express written consent of Pittsburgh Chemical Solutions LLC.
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THERMOPHASE Application at Longview Power N
Condenser Backpressure 4@
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Condenser Backpressure (inHg) [Y] vs. Time(Days) [{]
Y= 5y + Byt + ,T(0) + 5,P(0

OG5 2.03 = -0.00 8 = -0.15 ﬂ3 =-0.00 (R2 = 0.070972, RMSE = 0.36598)

o Pre-Application Observation
Pre-Application Trend
- = Counterfactual Trend
-------- 95% Confidence Bounds
o Post-Application Observation
Post-Application Trend

A
o

Condenser Backpressure (inHQ)
Daily Average
N

1.5 95% Confidence Bounds
THERMOPHASE Application Events
1 [ O o)
05 | | | | | i
2017 2018 2019 2020 2021 2022

Date

The daily average of the condenser backpressure is plotted above through September 161, 2022. The condenser backpressure is an instrument value recorded in the
Longview Power historian (variable 10MAG10CP002.XQ01).

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without the

215125 express written consent of Pittsburgh Chemical Solutions LLC.
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THERMOPHASE Application at Longview Power N
Condenser Heat Duty 4@
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Condenser Heat Duty (MBtu/hr) [Y] vs. Time(Days) [{]
Y= By + Byt+ B,T(t) + B,P(D)

ﬁo = 2768.22 51 =-0.01 ﬁz =-3.70 ﬁs =0.15 (R2 = 0.288, RMSE =41.415)
3000

2950 ¢

o Pre-Application Observation

Pre-Application Trend

- = Counterfactual Trend

-8 i 95% Confidence Bounds

o Post-Application Observation
Post-Application Trend
95% Confidence Bounds
THERMOPHASE Application Events

Daily Average
N N N
(o) (0] (o)
o (@)] &
o (@) o

Condenser Heat Duty (MBtu/hr)

The daily average of the condenser heat duty is plotted above through September 16", 2022. The condenser heat duty is an historical calculation recorded in the Longview
Power historian (variable 10PM.CONDENSER:DUTY).

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without the

215125 express written consent of Pittsburgh Chemical Solutions LLC.
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Water Flow

THERMOPHASE Application at Longview Power P@f
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Mass Water Flow (kib/hr) [Y] vs. Time(Days) [{]
Y=g, + B,t+ B,T(0) + B,P(t)

G,=126765.41 (5 =456 (,=-1802.11 (,=-11.30 (R=0.10631, RMSE = 5020.2353)

150,000.08 ~
-~ 145,000.00 - ’ .
Ly o
8 % % o “’; o o o Pre-Application Observation
X ¢ 140,000.00 - % 8 8 ° o é Pre-Application Trend
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% = 135,000.00 % 0:" %) o g & . __Q@_ o Counterfactual Trend
= g % &5 g% ° \ J o8 e Q""'_-_— ..... E) ....................... 95% Confidence Bounds
ol < Y e .- 502 SR y o o) _ . . .
S >.130,000.00 5 e o & a | o Post Appl!cat!on Observation
© = Post-Application Trend
% o 125.000.00 95% Confidence Bounqs .
0! THERMOPHASE Application Events
= 120,000.00

115,000.00 ‘ - ' - ‘ g

2017 2019 2020 2021 2022
Date

The daily average of the mass circulation water flow is plotted above through September 16t™, 2022. The mass circulation water flow is a historian calculated value recorded in
the Longview Power historian (variable 10PM.CIRC_WATER_IN:FLOW).

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without the
express written consent of Pittsburgh Chemical Solutions LLC.
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THERMOPHASE Application at Longview Power N
Heat Transfer Coefficient 4@
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Heat Transfer Coefficient (Btthr*ftZ*F) [Y] vs. Time(Days) [{]
Y= By + Byt+ B,T(0) + 5,P(0)

5,=060 3, =-0.00 5,=0.00 §,=0.00 (R®=0.012581, RMSE = 0.025635)

0.65

o Pre-Application Observation

Pre-Application Trend

- = Counterfactual Trend

-------- 95% Confidence Bounds

o Post-Application Observation

Post-Application Trend
95% Confidence Bounds
THERMOPHASE Application Events

Q.55

Heat Transfer Coefficient (Btu/hr*ftz*F)
Daily Average
o
(e}

|
2017 2018 2019 2020 2021 2022
Date

The daily average of the heat transfer coefficient is plotted above through September 12%, 2022. The heat transfer coefficient is an offline calculation. The heat transfer
coefficient (U) is defined as, Y , 8

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicated without

L9123 the express written consent of Pittsburgh Chemical Solutions LLC.
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Longview Power Plant

Data From Over 2 Years Validates THERMOPHASE

Chemical Solutions

Data provided to DOE/NETL and presented that validates THERMOPHASE Benefit:
Include:

HEI Cleanliness Factor

Condenser Backpressure

Terminal Temperature Difference
Condenser Heat Duty

Temperature Rise

LogMean Temperature Difference
Heat Transfer Coefficient

Water Flow

Condenser Water Outlet Temperature
Condenser Water Inlet Temperature
Wet Bulb Temperature/Dry Bulb Temperature
Cooling Tower Approach Temperature

—a—a_a_a_a_a_a_a_a_a_a_a

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicait¢itevakpress

21712025 written consent of Pittsburgh Chemical Solutions LLC.



Longview Power Plant - Operational Savings P
(Partial List)

Relationship Between Heat Rate and Condenser
Backpressure
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Coal Power Plant Annual Cost Savings
Given Power Output and Heat Rate Change

£5,000,000

. $4.500,000 T

$4 000,000

$3.500 000
£ $3.000,000 +

$2.500.000

Annual savin

$2 000 000

$1.500,000

Heat rate |kcal kg

v= 1619.1x + 24832 $1.000,000

$500,000 +

1]

1] 200 400 B0 800 1000
Mt nad (VA

) Given an energy cost of $2.50/MMBtu; figure reproduced from Power
Backpressure (ba Magazine courtesy of EPRI

THERMOPHASE-RNnth Savings

Savings Type Longview Power Plant
Water Withdrawl 1,287 + 750.8 Mgal
COz Emissions 136 + 79.3 Mibs

Fuel Cost (in Millions) $3.35+ 1.68

Heat Transfer Coefficient Improvements at Longview (4%) were consistent with laboratory results (5.8%)
Immediate and Sustained Backpressure improvements are consistent with condenser performance improvements (TTD, U, ahd HEI CF%

Based on a net dec;e?se of 0.26 inHg after two years (13% reduction), the water, emissions, and fuel cost savingsareasignifisupport of the DOE/NETLs mission to provide solutions for an environmentally sustainable and
prosperous energy future

2712025 The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicatt¢tevakpmess written 20

consent of Pittsburgh Chemical Solutions LLC.
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900MW Unit

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicatida witpoess written

2/712025 consent of Pittsburgh Chemical Solutions LLC.
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900MW Unit

Condenser Analysis T Back Pressure

Condenser Back Pressure (inHg) Y] vs. Time(Days) ]
Y=+ B,t+ B,T(H) + B,P(1)
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o Pre-Application Observation
Pre-Application Trend
- — Counterfactual Trend
-------- 95% Confidence Bounds
o Post-Application Observation
Post-Application Trend
95% Confidence Bounds
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900MW Unit 3

Condenser Analysis i Back Pressure (January Daily)
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Condenser Back Pressure (inHg) [Y] vs. Time(Days) [{]
Y=+ B,t+ B,T(H) + B,P(D

3,=1.80 [, =000 §,=20.13 (3,=-006 (R®=0.67187, RMSE = 0.08687
35

Condenser Back Pressure (inHg) [Y] vs. Time(Days) [{]
Y=, + B,t+ B,T() + B,P(f)

,=180 §,=000 (,=20.13 §,=-0.06 (R®=0.67187, RMSE = 0.0868z
350

N
[&)]
T
N
[&)]
T

¢

]

Daily Average
N

-
(&)}
T

1.5

o Pre-Application Observation
Pre-Application Trend
- - Counterfactual Trend

o Pre-Application Observation
Pre-Application Trend

Condenser Back Pressure (inHg)

Condenser Back Pressure (inHg)
Daily Average

0.5
Jan 2021

- — Counterfactual Trend
-------- 95% Confidence Bounds
o Post-Application Observation
Post-Application Trend
95% Confidence Bounds

Jul 2021 Jan 2022 Jul 2022
Date

Jan 2023 Jul 2023 Jan 2024

0.5

-------- 95% Confidence Bounds
o Post-Application Observation
Post-Application Trend
95% Confidence Bounds

Jan 16 Jan 19 Jan 22
Date

Jan 25 Jan 28 Jan 31
2024

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicatdoeeitpoess written
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900MW Unit

Condenser Heat Transfer Coefficient (THERMOPHASE Treated vs Untreatec

UA for A1
Hourly Average

0.5

UA for A2
Hourly Average

1.5}

0.5}

The content of these slides are the property of Pittsburgh Chemical Solutions LLC and cannot be disclosed or duplicattdiderdadmoess written consent of Pittsburgh Chemical Solution:
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900MW Unit =
Condenser Analysis T Back Pressure i 4 Year June Monthly Comparison ‘é}

——Observed Data ’ ‘—Observed Data
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Plate & Frame Heat Exchangers
900MW Unit
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CCW Plate & Frame Heat Exchangers (900MW Unit) ‘ &
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Heat Exchanger A Effectiveness -
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CCW Plate & Frame Heat Exchangers (900MW Unit)

Heat Exchanger A Effectiveness [Y] vs. Time(Days) [{]
Y= By + Bt B,T(0) + B,P(1)

3,=0.72 (3, =-000 (,=-0.77 (§,=0.00 (R®=0.11632, RMSE = 0.072102)

1.1 °
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& o Pre-Application Observation
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%g - — Counterfactual Trend
-------- 95% Confidence Bounds

o Post-Application Observation
Post-Application Trend
95% Confidence Bounds
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Heat Exchanger A Effectiveness
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CCW Plate & Frame Heat Exchangers (900MW Unit)

Heat Exchanger B Effectiveness

Heat Exchanger B Effectiveness [Y] vs. Time(Days) [{]
Y=, + B,t+ B,T(t) + B,P(f)

35,2079 (5, =-0.00 3,=-072 §,=0.00 (R®=0.11486, RMSE = 0.070145)
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o Pre-Application Observation
Pre-Application Trend
- — Counterfactual Trend
-------- 95% Confidence Bounds
o Post-Application Observation
Post-Application Trend
95% Confidence Bounds
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CCW Plate & Frame Heat Exchangers (900MW Unit) PE:‘O

Heat Exchanger C Effectiveness
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